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Abstract A simple and green chemical method has been
developed to synthesize stable bare and capped silver
nanoparticles based on the reduction of silver ions by
glucose and capping by poly(α,γ,L-glutamic acid) (PGA).
The use of ammonia during synthesis was avoided. PGA
has had a dual role in the synthesis and was used as a
capping agent to make the silver nanoparticle more
biocompatible and to protect the nanoparticles from
agglomerating in the liquid medium. The synthesized
PGA-capped silver nanoparticles in the size range 5–
45 nm were stable over long periods of time, without signs
of precipitation. Morphological examination has shown that
the silver nanoparticles had a nearly spherical, multiply
twinned structure. The effects of the reaction temperature
and the reaction time during the synthesis were investigated

too. The biocompatibility of the PGA-capped silver nano-
particles is discussed in terms of in vitro toxicity with
human intestinal Caco-2 cells. The samples were characterized
by UV–Visible spectroscopy, field emission scanning electron
microscopy, transmission electron microscopy, and zeta
potential measurements.

Keywords Silver nanoparticles . Green method . Poly(α,γ,
L-glutamic acid) . Capping agent . In vitro toxicity

Introduction

Scientific and commercial interest in the manufacture of
nanostructured materials has significantly increased since
the discovery of their importance for numerous uses. Noble
metal nanoparticles find many applications in different
technological areas due to their unique optical, electronic,
mechanical, magnetic, and chemical properties that are
drastically different from those of the corresponding bulk
materials [1–3]. There have been numerous recent reports
on the fabrication of silver nanoparticles. It has attracted
particularly considerable attention due to the diverse
properties and applications of silver nanoparticles, includ-
ing magnetic and optical polarizability, electrical conduc-
tivity, catalysis, antimicrobial behavior, DNA sequencing,
surface-enhanced Raman scattering, and thermal properties
[4]. The literature describes different methods for obtaining
silver nanoparticles, such as chemical reduction method,
solid-state synthesis, sonochemical synthesis, in situ radical
polymerization, spray pyrolysis, etc. [5–11]. By optimizing
experimental conditions, such as the concentrations of
reactants, temperature, pH, reducing agents, different surfac-
tants, and the reaction medium, it is possible to synthesize
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nanoparticles of different sizes and morphology and signifi-
cantly affect the stability of the resulting particles [12, 13].

Nanosilver is reported to be used in many applications,
but in the literature, it has also been reported that bare silver
nanoparticles can be toxic [14]. This supports the idea that
the toxicity is associated with the presence of bare metallic
nanoparticle surfaces [15, 16], while particles protected by
the organic layer (tiopronin [17], bovine serum albumin
[18], Na+–poly(γ-glutamic acid) [19], etc.) are much more
biocompatible and thereby less toxic, except starch-capped
nanoparticles which present mitochondrial dysfunction,
induction of reactive oxygen species, DNA damage, and
cell cycle arrest [20]. The toxicology and toxicokinetics of
nanosilver was extensively reviewed by Johnston et al.
[21], and the main points of relevance for risk assessment
were summarized in the paper of Christensen et al. [22].
Since noble metal nanoparticles are widely applied in areas
of human contact [23], there is a growing need to develop
environment-friendly processes for nanoparticle production
that do not rely on toxic chemicals. The synthesis of
nanomaterials in an environmental benign way is certainly
a challenge [24]. The principles of green chemistry include
the adoption of less hazardous syntheses; selection of safer
starting materials with a good degree of utilization;
avoidance of the use of toxic solvents; usage of renewable,
biodegradable materials; and minimized energy require-
ments. The great industrial and technological impact on
human life and nature are in demand of continuous improve-
ments and innovations, which are followed by the increase of
green chemistry patents, all over the world [24, 25].

In this study, we have focused on developing a green
chemical synthesis of stable suspensions of silver nano-
particles. A variety of chemical reduction syntheses have
already been developed to produce silver nanoparticles,
though mainly involving ammonia [26]. Although in wide
use, ammonia is both caustic and hazardous. It is a
corrosive chemical that will per se destroy or irreversibly
damage another surface or substance with which it comes
into contact. The main hazards to people include damage to
the eyes, the skin, and the tissue under the skin; inhalation
or ingestion of a corrosive substance can damage the
respiratory and gastrointestinal tracts [27].

Herein, we demonstrate a simple and quick synthesis of
uniform, stable silver nanoparticles using glucose as the
reduction agent, poly(α,γ,L-glutamic acid) (PGA) as the
capping agent, and without using ammonia in the synthesis.
The choice of an appropriate stabilizer and reducing agent
for the preparation of stable colloidal silver nanoparticles is
very important.

A number of researchers have reported on the successful
synthesis of Ag nanoparticles, but the use of this green, one-
pot, four-component method overcomes in great extent some
of the disadvantages previously reported by other methods,

such as impurities, solvent toxicity, size and distribution
control, long tedious process, economic viability, and difficulty
in their preparation that limits their commercialization potential
[5–13, 28, 29]. The major advantage of this processing of the
silver nanoparticles, relative to other methods, is most
certainly due to the use of PGA as the capping agent.

The use of PGA as a capping agent is already reported
by another group [19], but with the use of ammonia in the
synthesis, which was avoided in our method. On the other
hand, the use of ammonia, which is a hazardous chemical,
was avoided in a number of other methods, but with use of
other chemicals as reducing and/or capping agents (sodium
borohydride, dimethyl formamide, cetyltrimethylammonium
bromide, starch, etc.) [5, 20, 28, 30], for which there is a
general concern that they pose potential environmental and
biological risks.

Poly(α,γ,L-glutamic acid) is a hydrophilic, biodegrad-
able, and naturally available biopolymer usually produced
by various strains of Bacillus [31]. Its biological properties
such as non-toxicity, biocompatibility, and non-
immunogenicity qualify it as an important biomaterial for
applications in medicine, pharmaceutics, cosmetics, food
industry, and others. In addition, poly(α,γ,L-glutamic acid)
is a biodegradable macromolecule developed rapidly in the
last two decades. The incorporation of PGA into the
antigenic formulation, influenza vaccine, and gene trans-
fection carrier improved the pharmaceutical efficacies [31].
If, for example, silver nanoparticles are intended for use in
biomedical purposes, PGA can ensure a more favorable
interaction of the nanoparticles with living cells and at the
same time can act as a particle stabilizer [31].

It is now known that besides nanoparticle size and
composition, particle shape could play a critical role in their
application, notably in interaction with cells, in modulating
their optical and catalytic properties, etc. [32]. Multiply
twinned particles are the naturally abundant seed morphol-
ogy, but because of their twin defects, they are also the
most reactive particles [32, 33]. This type of nanoparticle
substructure thus has the potential of furthermore increasing
nanoparticle reactivity due to their high surface area. The
method described herein provides a generally high-yield,
low-cost route to the preparation of multiply twinned, stable
silver nanoparticles capped with a biocompatible polymer.
Only four components were used for the preparation of the
particles: sodium hydroxide, glucose, silver nitrate, and
poly(α,γ,L-glutamic acid). No other ion is introduced to the
reaction, making the subsequent separation particularly
facile. The whole preparation is complete in a single
reaction vessel which facilitates fabrication. The effects of
the reaction temperature and reaction time were investigat-
ed, and the possible formation mechanism of silver nano-
particles in this synthesis was discussed. Synthesized
nanoparticles were characterized by UV–Visible spectros-
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copy, field emission scanning electron microscopy
(FESEM), transmission electron microscopy (TEM), and
zeta potential measurements. As a part of this study, we
also examined the effect the silver nanoparticles had on the
integrity of the human intestinal epithelial layers in culture.
Caco-2 cells have been previously proven as a useful model
for the in vitro investigation of drug delivery systems [34–
37]. Hereby, we merely aimed at looking at possible toxic
effects on the cell density and the disruption of the tight
junction which is vital for the healthy paracellular transport
of molecules across the epithelium.

Experimental procedures

Materials

Silver nitrate (AgNO3, Mr=169.88) was obtained from
Centrohem (Serbia), glucose (C6H12O6, Mr=180.20) from
Zorka Pharma (Serbia), and sodium hydroxide (NaOH, Mr=
40.00) was acquired from Kemika (Croatia). PGAwith Mw=
20–40 kDa (99.9% HPLC purity) were purchased from
Guilin Peptide Technology Limited (China). All reagents
were of analytical grade and were used as received without
further purification.

Methods

Green synthesis of bare and poly(α,γ,L-glutamic
acid)-capped silver nanoparticles

Bare and capped silver nanoparticles were synthesized in the
new, simple, green chemical manner, i.e., by a chemical
reduction method wherein silver nitrate, glucose, and poly
(α,γ,L-glutamic acid) served as a precursor, a reduction agent,
and a capping agent, respectively (Fig. 1). The initial solution
in all syntheses was 20 mL distilled water, in which 0.5 mL
of (0.5 wt.%) NaOH and 10 mL of (1 wt.%) glucose were
introduced, with continuous stirring on a magnetic stirrer at

300 rpm. The reaction temperature and the reaction time were
varied in order to examine their influence on the formation of
silver nanoparticles. For the formation of capped silver
nanoparticles, 0.5 mL of (0.1 wt.%) PGA was added into
the solution before adding 0.5 mL of AgNO3 (0.1 wt.%).
Glucose in an alkaline solution is slowly oxidized by oxygen,
forming gluconic acid. In the presence of sodium hydroxide,
gluconic acid is converted to sodium gluconate. Silver nitrate
speeds up the reaction by acting as an oxidizing agent. As
glucose is oxidized by the dissolved oxygen, silver ions are
reduced, forming silver nanoparticles, and the yellow green
color of the solution appears. The formation of silver
nanoparticles can be observed by a change in color since
small nanoparticles of silver are yellow green due to a
phenomenon known as surface plasmon resonance (SPR).
The addition of PGA prevents the agglomeration of the
nanoparticles. A layer of absorbed glutamic acid anions on
the surface of the silver nanoparticles keeps the nanoparticles
separated. The solution was stirred for over 3 h to ensure that
the reaction had been completed.

UV spectroscopy

UV measurements were performed on a GBC Cintra UV–
Vis spectrophotometer in the wavelength range of 200–
600 nm. UV spectroscopy has been used to estimate the
formation of silver nanoparticles during the reaction, the
formation of PGA-capped silver nanoparticles, the stability
of silver nanoparticles over time, and also the influence of
different processing parameters during the synthesis.

Field emission scanning electron microscopy

To clarify the microstructure of bare and capped silver
nanoparticles, FESEM observation was carried out. FESEM
measurements were performed on a SUPRA 35 VP Carl
Zeiss field emission scanning electron microscope. The
samples were prepared by re-dispersing them in ethanol by
means of ultrasonic irradiation and filtering the dispersions

Fig. 1 Scheme of the green
synthesis of the bare and
capped silver nanoparticles.
AgNp silver nanoparticles,
AgNpPGA silver nanoparticles
capped with PGA
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using polycarbonate membranes. Carbon coating was used
to prevent charging.

Transmission electron microscopy

TEM using JEOL JEM-2100 was employed for further
morphological characterization of PGA-capped silver nano-
particles. The structural characteristics of silver nanoparticles
were determined by selected-area electron diffraction (SAED)
and high-resolution transmission microscopy (HRTEM).
Samples for the TEM analysis were prepared by dispersing
the powders in distilled water using an ultrasonic bath.
Suspensions were subsequently dropped on a lacey carbon
film supported by a 300-mesh copper grid.

Zeta potential measurements

Zeta potential was measured on a Zetasizer (Nano ZS,
model ZEN3600; particle size range for zeta potential
determination, 5 nm–10 μm; Malvern Instruments, Malvern,
UK) using the principles of electrophoretic mobility in an
electric field. Zeta potential is the function of pH which
determines particle stability in dispersion.

Caco-2 cell culture

Human intestinal Caco-2 cells were grown and maintained
at 37°C in an atmosphere of 5% CO2/95% air at 90%
relative humidity. In all experiments, Caco-2 cells were
seeded in 24-well plates at the density of 7.5×104 cells per
well on microscope cover glass slides (Fisherbrand). The
cell culture media composed of (a) Eagle’s minimum
essential medium (450 mL, UCSF Cell Culture Facility)
with Earle’s balanced salt solution, 2 mM L-glutamine,
0.1 mM nonessential amino acids, and 1.5 g/L sodium
bicarbonate; (b) 1 mM sodium pyruvate; (c) 20% fetal
bovine serum; and (d) 1% penicillin–streptomycin antibiotic
solution, which was replaced every 2 days.

Immunofluorescence for zonula occludens-1 and f-actin

After reaching confluency, the cells were exposed apically
to 300 μL of the stable suspension of PGA-capped silver
nanoparticles and 500 μL of the cell culture media added to
the cell culture wells and then aged for 5 h at 37 °C. The
media with suspended particles were then aspirated and the
cells washed with phosphate buffer solution (PBS, pH 7.4)
and fixed for 15 min in 3.7% paraformaldehyde. The cells
were then washed three times with PBS, 5 min each, and
then with the blocking solution (PBT=1% bovine serum
albumin, 0.1% Triton X-100 in PBS) two times, 5 min
each. The cells were then blocked and permeabilized in
PBT for 1 h and then incubated in 200 μL per well of the

primary anti-zonula-occludens-1 (ZO-1) antibody immuno-
globulin G (IgG) (rabbit anti-ZO1 Zymed Lab) in PBT
overnight and washed with PBS three times for 10 min. The
cells were then incubated in 150 μL aqueous solution of the
secondary antibody (AlexaFluor 555 goat anti-rabbit IgG,
Invitrogen), phalloidin-tetramethylrhodamine (AlexaFluor
488, Invitrogen), and 4′,6-diamidino-2-phenylindole dihy-
drochloride nuclear counterstain (DAPI 405, Invitrogen),
all in PBT, and then washed with PBS three times for
5 min. The coverslips containing the fixed and stained cells
were mounted onto glass slides using vectashield and nail
polish and imaged in oil on the spectral confocal laser
scanning microscope, C1si (UCSF Nikon Imaging Center),
at ×60 magnification. All the experiments were done in
triplicate, and staining immunofluorescence was analyzed
at approximately ten randomly selected images in each
sample. Volume-rendered z-stack images (12–15 of them)
spaced by 1 μm were collected at identical laser intensities
and analyzed for cell count and average pixel intensity
using ImageJ Software.

Results and discussion

UV spectroscopy

UV–Visible spectroscopy is one of the most widely used
techniques for the structural characterization of silver
nanoparticles [38]. This is so because silver nanoparticles
exhibit an intense absorption band due to SPR [38].

The UV spectroscopy results shown in Fig. 2 indicated the
formation of bare silver nanoparticles as well as of silver
nanoparticles capped with PGA. After adding AgNO3 to the
reaction mixture, the color of the solution turned yellow,
which indicated the formation of silver nanoparticles.
Figure 2a–c shows volumetric flasks containing the negative
control (all components without AgNO3), solution with
AgNO3 but without PGA, and all components including
AgNO3 and PGA after completion of the reaction, respec-
tively. The flasks containing AgNO3 and Ag + PGA solutions
exhibit a gradual change in the color of the reaction mixture
from colorless to yellow green without the color intensity
increasing after 90 min of reaction time. The negative control
does not show the characteristic change in color. From the
changes in the solution color and spectra measurements, we
may conclude that the reaction is completed within a total of
90 min under magnetic stirring. This is evidenced by the
absence of color change after 90 min of stirring and by
observing the final product having a yellow green color that
persisted even after an extended period of stirring.

The UV/Vis absorption spectra (Fig. 2) of silver
particles, synthesized using PGA as a stabilizer, display a
narrow surface plasmon absorption band at λ=408 nm. In
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the case of bare silver nanoparticles, obtained from the
reaction with the same duration time (90 min) but without
adding PGA, the absorption band is at 421 nm, which
means that the particles obtained with PGA as a stabilizer
have smaller sizes [39]. The blue shift of the plasmon
resonance from 421 to 408 nm is due to the change in the
local refractive index of nanoparticles resulting from the
interaction between PGA and the metal surface [40, 41].

Besides the shift, broadening of the plasmon peak in the
case of silver particles obtained without PGA was also
observed (Fig. 2a). The broadened peak indicates that the
particles obtained without PGA are also in the nanoregime.
However, peak broadening may also signify the possibility
of the presence of particles with different sizes. Such
broadening might be caused by the agglomeration of silver

particles; the main reason for this phenomenon is the lack
of a stabilizer in the experiment.

Temperature effect during the green and one-pot,
four-component synthesis of silver nanoparticles

As shown in Fig. 3, the intensity of the surface plasmon
absorption band increases as the reaction temperature
increases, thus indicating the continued reduction of silver
ions, i.e., a continued increase in the concentration of silver
nanoparticles [42]. When the reaction temperature reaches
90 °C (Fig. 3), the intensity of the plasmon absorption band
is increased and the λmax value is slightly red-shifted from

Fig. 2 a UV–Vis spectra of bare and PGA-capped silver nanoparticles recorded immediately after preparation. b Digital photo showing
volumetric flasks containing the negative control (A), bare (B), and capped silver nanoparticles (C)

Fig. 3 UV–Visible spectra of silver nanoparticles showing the
influence of reaction temperature (reaction time, 90 min)

Fig. 4 UV–Visible spectra of the PGA-capped silver particles at
different times during the reaction: (1) 1 min, (2) 3 min, (3) 10 min,
(4) 30 min, (5) 60 min, (6) 90 min (reaction temperature, 100 °C)
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404 to 408 nm. This indicates an increase in the particle
size. The absorbance peak, due to the surface plasmon
resonance effect of metallic nanoparticles, is known to
undergo a red shift following the particle size increase [39].

For the reaction temperature of 100 °C, the absorbance
also increased, but without any further shift in the peak
position. Reduction of Ag+ ions leads to the formation of
nuclei. The structure of the nuclei fluctuates in relation to
their size and the thermal energy available. In this case, this
phenomenon is more pronounced at temperatures around
90 °C. As the nuclei grow, fluctuations stop and the
structure becomes confined in a multiply twinned, singly
twinned, or single-crystal seed [33].

Time-dependent effect in green and one-pot,
four-component synthesis of silver nanoparticles

The synthesized PGA-capped silver nanoparticles (T=100 °C)
were simultaneously characterized by UV–Vis spectroscopy

measurements performed at different time intervals to study
the change in the light absorption profile of the solution and
the increase in intensity. The absorption spectra of nano-
particles show highly symmetric single-band absorption with
the peak maximum at 408 nm. Peak intensity steadily
increases as a function of the reaction time without any shift
in the peak wavelength (Fig. 4). This indicates the presence
of silver nanoparticles at the earliest reaction time points,
demonstrating that even 1 min of the reaction time is enough
for the particles to form. After 90 min of reaction time, no
further increase in intensity is detected (120 and 180 min),
indicating complete reduction of precursor silver ions.

Although it would be expected that the reduction
reaction will be faster in the initial stage and gradually
slows down, this trend is not observed, and this is in
agreement with the findings of other authors [29, 43, 44].

In aqueous solution, the stabilizer (capping agent) plays
an important role in determining not only the stability and
size of the silver nanoparticles but also the mechanism and
kinetics of their formation [43, 44]. The absorbance
intensity vs. the reaction time in the different stabilizers
and the silver salt weight ratio are already described in the
literature [44]. It comes out that the starting concentrations
of the stabilizer determine the maximum extent that the
reduction can reach in each case, i.e., the reduction rate is
strongly influenced by the weight fraction of the stabilizer
in the stabilizer/precursor ratio.

Stability of the samples 3 months after synthesis

After the as-synthesized PGA-capped silver nanoparticles
(obtained at T=60 °C and 100 °C) underwent a 3-month
storage period in suspension, their UV–Vis spectra were
measured and are displayed in Fig. 5. The spectra had very
similar UV–Vis absorption curves as those obtained
immediately after preparation. The unchanged peak shape
and position indicates no change in the size of the particles,
nor an occurrence of their agglomeration. The absorption
spectra of the solutions containing AgNpPGA particles

Fig. 5 Stability of PGA-capped silver nanoparticles obtained from the
synthesis at 60 and 100 °C, 3 months after the synthesis

Fig. 6 FESEM images of bare silver nanoparticles
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recorded immediately after the preparation and after
3 months confirmed the very good stability of the samples
(Fig. 5).

Field emission scanning electron microscopy

The morphological characteristics of the bare and capped
silver nanoparticles, obtained in the experiment with reaction
time 90 min and reaction temperature 100 °C, have been
examined using field emission scanning electron microscope.

By using PGA as the stabilizer, the samples with different
morphological characteristics, at macroscopic and microscop-
ic scales alike, were obtained. From Fig. 6, it can be noticed
that bare silver particles have spherical but also irregular
shapes and are not very uniform. From the micrograph of the
bare silver nanoparticles, it is also visible that the particles
are quite agglomerated. The main reason for this phenomenon
is the missing stabilizer in the experiment.

FESEMs of the bare and capped silver nanoparticles
show a considerable difference. From the FESEM imaging

Fig. 7 FESEM images of silver nanoparticles (AgNp) capped by poly(α,γ,L-glutamic acid) (PGA)

Fig. 8 TEM images showing bare silver nanoparticles (a) and capped with PGA (b) together with the corresponding SAED patterns (H
hexagonal, C cubic)
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of capped particles (Fig. 7), it is visible that the particles
possess spherical shapes, smooth surfaces, low levels of
agglomeration, and high levels of uniformity—higher than
bare silver nanoparticles. By introducing PGA into the
solution mixture, silver nanoparticles become more uni-
form, thanks to the surface layer of the biopolymer
(arbitrarily magnified particle—whitish circle, Fig. 7). This
PGA lining provides better biocompatibility of AgNps and
also makes the particles separated. The size distribution
of all nanoparticles is unimodal, with sizes in the range
of 5–45 nm.

Transmission electron microscopy

The silver nanoparticles obtained without and with PGA
were also examined by TEM. TEM studies of the silver
nanoparticles obtained in the experiment without PGA
revealed the irregular morphology of the particles. From
Fig. 8a, it can be seen that lack of the stabilizer in the
system leads to the formation of agglomerates and particles
with a broad size distribution.

Further analyses of the PGA-capped silver nanoparticles
using TEM show mostly twinned nanoparticles present in
the sample. As already mentioned, multiply twinned
particles are the naturally abundant seed morphology, but
because of their twin defects, they are also the most reactive
[33]. Much effort has gone into generating polyhedral noble
metal nanostructures because of their superior performance
in a variety of applications ranging from catalysis to
electronics, surface plasmon resonance, surface-enhanced
Raman scattering, and biomedical research [29, 45]

Figure 8 shows typical low-magnification TEM images
of the silver nanoparticles prepared at 100 °C. Most of the
nanoparticles are well-refined decahedrons and icosahe-
drons with sizes ranging from 5 to 45 nm. The size of the
particles is defined here as the distance from one edge of

the projection to the opposite edge. Typical SAED patterns
of AgNp and AgNpPGA nanoparticles in Fig. 8 reveal the
coexistence of Ag nanoparticles with cubic and hexagonal
crystal structures [46, 47]. Figure 9 shows a high-resolution
TEM image of a typically multiply twined silver nano-
particle. A multiply twinned boundary at the center of a
silver nanoparticle can be clearly observed from various
angles; the lattice plane is separated by a twin boundary
indicated as a line on the image. The formation of multiply
twinned silver nanoparticles has already been described in
the literature [29, 33]. In the early stage of the reaction,
silver ions are reduced to neutral atoms, which in turn come
together to form nuclei. When the nuclei are sufficiently
small, the available thermal energy causes their structure to
fluctuate, allowing defects to form or be removed depend-
ing upon their energetic favorability [48]. Most silver nuclei
incorporate twin boundary defects because such defects
enable a lower surface energy [49]. As the nuclei grow,
changes in the defect structure become too costly relative to
the available thermal energy, and they become confined
within a given morphology. This process results in a
Boltzmann-like distribution of multiply twinned, singly
twinned, and single-crystal seeds, with the fivefold twinned
decahedron being the lowest in free energy and thus the
most abundant morphology [50]. This variety of seeds
grows to form nanostructures with different shapes.
Therefore, the growth of a silver nanocrystal during the
synthesis can be divided into three stages: nucleation
(reduction of metal ions to zerovalent atoms), seeding
(evolution from nuclei to seeds), and growth (evolution
from seeds to nanocrystals) [51].

Zeta potential measurement

The results of the determination of the zeta potential of bare
and PGA-capped silver nanoparticles are shown in Table 1.

Fig. 9 HRTEM micrographs
showing multiply twinned
silver nanoparticles

Table 1 Zeta potential of
bare and capped silver
nanoparticles

Values are the mean ± standard
deviation (n=5)

Sample Particle
size (nm)

pH Polydispersity
index (PDI)

Zeta
potential (mV)

Bare Ag nanoparticles 69.2±5.0 4.30–4.37 0.235 −38.5±11.5
AgNpPGA 44.9±5.0 0.206 −43.7±12.0

228 Colloid Polym Sci (2012) 290:221–231



The zeta potential was reported as the average of n=5 (five
readings taken per sample), including the standard devia-
tion. PGAwas used as a stabilizer, which creates negatively
charged silver particles, endowing the particles with a
specific zeta potential. The zeta potential is an important

property of dispersed particles as it is a measure of their
electrostatic repulsion and, hence, their stability. Theoreti-
cally, the zeta potential stabilizes suspensions whether the

Fig. 10 Immunoflourescence of untreated Caco-2 cells (a–c) and those following incubation with AgNpPGA (d–f) counterstained for DAPI (a,
d), f-actin (b, e), and ZO-1 (c, f). All images were taken at ×60 magnification in oil. The size of each image equals 450×450 μm

Fig. 11 Cell count on 450×450-μm surface area (n=6) for the control
Caco-2 cells and those incubated in the presence of AgNpPGA

Fig. 12 Average pixel intensity of the ZO-1-tagged fluorescent IgG
(n=6) for the control Caco-2 cells and those incubated in the presence
of AgNpPGA
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value is positive or negative, so long as the absolute value
exceeds 15–30 mV depending on the type of dispersion
[52]. The measured values of the particles size are lower for
silver nanoparticles stabilized and capped with PGA
compared with the bare ones, which is in a good agreement
with FESEM images. Although the PGA layer adds up to
the size of the particles, this serves as an evidence of the
reduction in the particle size that it promotes as an additive
during the precipitation of silver nanoparticles, presumably
by adsorbing onto the growing particle facets. Values of the
zeta potential of all samples are higher than −30 mV,
indicating good stability of the colloidal system [52]. The
polydispersity index (PDI), which is a dimensionless
number indicating the width of the size distribution, with
a value between 0 and 1 (0 for monodisperse particles), is
also obtained and presented (Table 1).

Determining cytotoxicity of the synthesized PGA-capped
silver nanoparticles

Figure 10 displays volume-rendered confocal images of
Caco-2 epithelial cell layers imaged after incubation with
the silver nanoparticles coated with PGA. Comparison with
the untreated, negative control images suggests no detect-
able damaging effects either to the tight junction or to the
cell viability. Figure 11 shows a statistically insignificant
change in the live cell count per surface area following
incubation with the nanoparticles. Hence, neither a marked
change in the density of the cell layer nor in the integrity of
the cobblestone ZO-1 pattern was observed, suggesting no
negative effects exerted on the cells by the given particles
under the in vitro testing conditions applied herein. As
demonstrated in Fig. 12, although the tight junction appears
ruffled after the incubation with the silver nanoparticles, the
average pixel intensity of ZO-1-tagged fluorescent IgG,
which is indicative of the amount of fluorescently tagged
macromolecules, has remained unchanged significantly.
The cytoskeletal distribution of f-actin was mildly modified
in comparison with the control, from fibers traversing
through the cytoplasm to their partial detraction toward the
tight junction, which is consequential to the mechanochem-
ical stress imposed by the nanoparticles onto the membrane.
Actin ceases to exist in well-defined bundles, as apparent in
the control sample, which may be the consequence of the
uptake of the nanoparticles by the cells through endocytosis
and their intracellular localization.

Conclusion

An eco-friendly, one-pot, four-component synthesis of silver
nanoparticles is presented in this work. Thanks to its simplicity,
the synthesis reported is very fast, cheap, and, what is most

important, completely based on the principles of green
chemistry. Poly(α,γ,L-glutamic acid), a naturally occurring
anionic polymer, was used as the organic layer to protect the
silver nanoparticles from agglomeration and render them
biocompatible, while glucose was used as a reducing agent.
The use of ammonia during the synthesis was avoided. The
synthesized silver/poly(α,γ,L-glutamic acid) nanoparticles
were highly stable in suspension over prolonged periods of
time, without any signs of phase segregation. The synthesized
PGA-capped nanoparticles are uniform and have a narrow
particle size distribution, with the smallest average particle
diameter of about 5 nm. Morphological examination has
shown that the obtained silver nanoparticles had nearly
spherical multiply twinned structures, which is promising
for a variety of applications, ranging from catalysis to
electronics, surface plasmon resonance, surface-enhanced
Raman scattering, and biomedical research. It was also
shown that PGA-capped silver nanoparticles are biocompatible
and do not induce a toxicological response of Caco-2 epithelial
cells in vitro. These results are very encouraging for future
applications of silver nanoparticles.
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