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Evaluation of Staining-
Dependent Colour Changes in 
Resin Composites Using Principal 
Component Analysis
D. Manojlovic1, L. Lenhardt2, B. Milićević2, M. Antonov2, V. Miletic1 & M. D. Dramićanin2

Colour changes in Gradia Direct™ composite after immersion in tea, coffee, red wine, Coca-Cola, 
Colgate mouthwash, and distilled water were evaluated using principal component analysis (PCA) 
and the CIELAB colour coordinates. The reflection spectra of the composites were used as input 
data for the PCA. The output data (scores and loadings) provided information about the magnitude 
and origin of the surface reflection changes after exposure to the staining solutions. The reflection 
spectra of the stained samples generally exhibited lower reflection in the blue spectral range, which 
was manifested in the lower content of the blue shade for the samples. Both analyses demonstrated 
the high staining abilities of tea, coffee, and red wine, which produced total colour changes of 4.31, 
6.61, and 6.22, respectively, according to the CIELAB analysis. PCA revealed subtle changes in the 
reflection spectra of composites immersed in Coca-Cola, demonstrating Coca-Cola’s ability to stain 
the composite to a small degree.

Colour changes in restorative composites upon exposure to simulated oral environments have been the 
subject of extensive research in recent years. Many materials have been immersed in staining agents, 
most frequently drinks and mouthwashes, and their colour changes have been quantified and ana-
lysed1–13. Because the colours of materials can be expressed with coordinates in colour spaces (usually in 
the Commission International de l’Eclairage colour system – CIE or Munsell Colour System), variations 
in the values of colour coordinates can be considered as quantifiers of the colour changes. For example, 
the quantifiers in the CIELAB colour space are the differences in the lightness (Δ L*), intensities, and 
directions of the green-red coordinate (Δ a*) and the blue-yellow coordinate (Δ b*) as well as the total 
change in colour (Δ E =  [(Δ L*)2 +  (Δ a*)2 +  (Δ b*)2]1/2) and chroma (Δ C =  [(Δ a*)2 +  (Δ b*)2]1/2). The 
effects of various parameters in a staining process, such as the type and concentration of the agent, the 
duration of exposure, and the quality of the material surface have been evaluated by descriptive and/or 
statistical analyses of the colour change quantifiers14–21.

However, it should be noted that the description of optical properties using colour space coordinates 
is performed after compressing the data, which results in a substantial amount of valuable information 
about the material’s surface being hidden or lost. Consequently, a colour-coordinate–based analysis may 
lack some information to accurately address and explain a range of staining effects on restorative mate-
rials. Considering that staining processes affect the surface reflectance of the material, we believe that 
an analysis on the staining of dental restorative materials and teeth should focus on changes in surface 
reflectance after staining.

Two issues are key to analysing the surface reflection of materials to characterize staining. First, it is 
important to conclusively establish whether the reflection is changed after the exposure of the material 
to staining agents. If the magnitude of the change in reflection is negligible or within the boundaries of 
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the measurement error, no colour changes in the material can be argued. Second, the analysis should 
expose the parts of the reflection spectrum affected by staining. Then, it is possible to discover colorant 
species in the staining solution that contribute to discoloration and to assess the scale of their staining 
ability. Both issues can be simultaneously addressed using principal component analysis (PCA), which 
is a well-known multivariate statistical method. This method transforms and compresses many possibly 
correlated variables into a smaller number of uncorrelated variables called principal components (PCs), 
which account for most of the variance in the observed variables22. In colour science, this method has 
been successfully used for many applications23. For analysis of reflection, PCA can be used to consider 
the complete reflection spectra of individual objects for calculations. In this approach, the input data 
consist of a series of reflection coefficient values assigned to objects that are divided into groups. The 
groups consist of unstained materials and materials exposed to staining agents.

In this report, we present the results obtained using the approach described above to analyse staining 
of the microhybrid composite Gradia Direct, extra bleach white (XBW) shade. PCA was applied to dif-
fuse reflectance spectra of material samples exposed to the following common staining agents: tea, coffee, 
red wine, Coca-Cola, Colgate mouthwash, and distilled water. The spectra were compared to samples 
before staining. The observations from the PCA were corroborated by colour change results calculated 
using the CIELAB colour system. The null hypotheses were: (i) PCs and scores from the PCA model do 
not present conclusive information about whether statistically significant differences exist between the 
reflection spectra of materials before and after staining; (ii) PC loadings cannot reveal the parts of the 
reflection spectra that contribute most to differences between groups.

Results and Discussion
Composite samples were immersed in staining solutions having the absorption spectra shown in Fig. 1. 
The tea, coffee, red wine, and Coca-Cola solutions showed strong absorption in the 380–500 nm spectral 
range. Red wine showed an additional strong absorption band centred at approximately 530 nm. The 
Colgate solution had lower absorption compared to the other staining solutions, with its main absorption 
band centred at 630 nm. Distilled water, as a control, showed no absorption.

The diffuse reflectance spectra of composite samples before (baseline) and after staining are presented 
in Fig. 2. The spectra were obtained after averaging the spectra of multiple samples from the same group. 
The spectra of samples stained in coffee, red wine, and tea appeared different than the spectra of the 
samples stained in the other solutions. Subtle differences in the reflectance spectra of the samples stained 
in Coca-Cola and the Colgate solution were observed in the 400–550 nm spectral range compared to 
the baseline group.

Results of PCA. Figure  3(a–f) presents PCA score plots for the six sample groups: tea, coffee, red 
wine, Coca-Cola, Colgate mouthwash, and distilled water, respectively, compared to the baseline group. 
Similarly, Fig. 4(a–f) show the original data (diffuse reflection coefficients) loaded into the PCs.

In Fig.  3(a–c), a clear separation can be observed between the groups of samples stained with tea, 
coffee, and red wine. The first two PCs accumulated 96.13%, 97.51%, and 98.90% of the variance of the 
diffuse reflection spectra for tea, coffee, and wine, respectively. It is thus possible to conclude that the 
diffuse reflection spectra of the composite are significantly changed after staining in these solutions. The 
loadings display diffuse reflection data that varied the most between the stained and as-prepared sam-
ples (Fig. 4(a–c)). For tea, the largest difference was observed for the data measured in the 380–450 nm 
range, and this difference correlated well with the absorption spectrum of tea (Fig. 1), where the absorp-
tion comes mainly from tannins24. For coffee, the spectral range with the most pronounced differences 

Figure 1. Absorption spectra of the staining solutions in the 380–780 nm range. 
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Figure 2. Reflection spectra of the baseline composite and the samples stained in the different solutions. 

Figure 3. PCA score plots of the composite samples stained in (a) tea, (b) coffee, (c) red wine, (d) Coca-
Cola, (e) Colgate mouthwash, and (f) distilled water relative to the baseline group. 
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compared to the baseline group was similar to the case of tea. Tea and coffee have similarly shaped 
absorption spectra (Fig.  1); the major difference is in the magnitude of absorption, which is higher in 
coffee than in tea. The absorption of coffee in the 380–780 nm spectral range is mainly governed by the 
absorption of melanoidins25. These high-molecular-weight nitrogenous and brown-coloured compounds 
are formed during coffee roasting as the final products of the Maillard reaction. The largest difference 
between the diffuse reflection spectra of the stained and baseline samples was observed for the red wine 
solution. The magnitude of the difference between the reflection spectra is shown in Fig. 2, and 98.90% 
of the variance was accumulated in the first two PCs (Fig. 3(c)). The reflection spectra of the composite 
samples stained in the red wine solution changed over a wide spectral range, from 380 to 700 nm; how-
ever, the largest change occurred in the green portion of the visible spectra (Fig. 4(c)), giving the human 
eye the sensation of a red colour. The anthocyan complexes in red wine are responsible for this effect26.

Figure 4. Loadings of the original data (diffuse reflection coefficients) to PCs from PCA composite samples 
stained in (a) tea, (b) coffee, (c) red wine, (d) Coca-Cola, (e) Colgate mouthwash, and (f) distilled water 
relative to the baseline group. 
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As shown in Fig. 2, changes in the reflection spectra were barely visible for composites stained with 
Coca-Cola, Colgate mouthwash, and distilled water. In addition, the PCA score plots, which are shown in 
Fig. 3(d–f), did not show a clear distinction between the stained groups and baseline samples. Therefore, 
it is reasonable to conclude that no significant changes in the reflection spectra occur after 3-days of 
staining with Coca-Cola, Colgate mouthwash, or distilled water; hence, no changes in the composite’s 
colour can be claimed. Among the PCA results of these three staining solutions, the PCA scores for 
Coca-Cola revealed potential separation between groups (Fig.  3(d)). The difference was observed with 
the second and fourth PC, which accumulated 8.67% of the total variance between the groups. The PCA 
input for this case, shown in Fig. 4(d), was able to reveal subtle changes (approximately 10% change in 
the second PC and 20% change in the fourth PC) in the reflection spectra of the composites exposed 
to Coca-Cola in the 380–500 nm range; it should be noted that Coca-Cola exhibits absorption in this 
spectral region (Fig. 2) because of the presence of sulphite ammonia caramel (E150d dye)27. This result 
indicates that some discoloration processes are occurring but that they are on a considerably smaller 
scale than those occurring with tea, coffee, and red wine. Absorption of the synthetic dye Brilliant Blue 
FCF (E133) is responsible for the colour of the Colgate solution28. However, the absorbance value of 
Colgate mouthwash at 627 nm indicates a relatively low concentration of the dye, at least compared to 
the absorbance of colorant species in the other staining solutions; therefore, no significant staining of 
the composites was expected during 3-day immersion in this solution. Considering the ability of PCA to 
present conclusive information on the discoloration of composites after exposure to staining agents, as 
well as its ability to reveal differences in the reflection spectra, the null hypotheses were rejected,

Discoloration effects from colour quantifiers in the CIELAB colour space and their relation-
ship to the PCA results. The colour coordinates of the composite samples were calculated from their 
corresponding diffuse reflection spectra for the standard illuminant D65 (Standard daylight). The mean 
values of the colour coordinates for the different sample groups (baseline and stained in tea, coffee, red 
wine, Coca-Cola, Colgate mouthwash, and distilled water) are listed in Table 1.

Before staining, the composite samples were white and bright (L*~ 84.5) with a small amount of green 
and yellow shades. The main changes in the diffuse reflection spectra (Fig. 2.) originated from colorant 
species that absorb in the blue spectral region. Therefore, one can observe a general trend of the b* value 
increasing for all the staining solutions due to reduction of the blue colour. Therefore, the composites 
appeared yellowish-reddish after staining. The total differences in the colour and chroma as well as dif-
ferences in the composite’s lightness, green-red coordinate, and blue-yellow coordinate after exposure to 
the staining solutions are presented in Table 2.

L* a* b*

Baseline 84.49 − 2.22 0.91

Tea 82.93 − 2.22 4.92

Coffee 82.46 − 2.64 7.19

Red wine 79.66 − 1.36 4.73

Coca-Cola 84.49 − 2.71 2.10

Colgate 84.47 − 2.68 1.58

Water 84.06 − 2.76 1.35

Table 1.  Mean values of CIELAB colour coordinates for baseline composite samples and samples 
stained in various solutions.

∆E ∆C ∆L* ∆a* ∆b*

Tea 4.31 4.02 1.56 0.00 − 4.02

Coffee 6.61 6.29 2.03 0.42 − 6.28

Red wine 6.22 3.92 4.83 − 0.86 − 3.82

Coca-Cola 1.29 1.29 0.00 0.48 − 1.19

Colgate 0.89 0.82 0.02 0.46 − 0.68

Water 0.82 0.70 0.43 0.54 − 0.44

Table 2.  Total change in colour (∆E), chroma (∆C), lightness (∆L*), green-red coordinate (Δa*), and 
blue-yellow coordinate (Δb*) for composite samples stained in various solutions and compared to 
baseline samples.
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The total colour change was significant in the composites exposed to staining in tea, coffee, and red 
wine, whereas the changes upon exposure to Colgate mouthwash and distilled water were negligible. 
The total colour change in the samples exposed to Coca-Cola was near the detection limit (∆E <  1 is 
barely recognizable29–32; ∆E ≤  2.7 is a clinically acceptable difference in colour33). For staining in tea 
and coffee, the main contribution to the total colour change came from the change of chroma. For 
red wine, changes in chroma and lightness contributed to the total colour change to approximately 
the same extent. The colours of samples stained in tea, coffee, and red wine were measured again after 
desorption in distilled water for 7 days. The total colour change of the samples decreased 12.7% in the 
case of composites stained in coffee, 15.7% for those stained in wine, and 28% for those stained in tea. 
The colour change observations for the CIELAB colour coordinates correlated well with those from the 
PCA. Considering that both the PCA and analysis from CIELAB coordinates revealed slight changes 
in the diffuse reflection spectrum and colour coordinates of the composites exposed to Coca-Cola, it 
can be concluded that the Coca-Cola solution exhibits staining ability. One should note that the use of 
a single shade of a single product in the presented research precludes generalization of the findings on 
the extent of staining-dependent changes in the colour of resin composites, especially because the shade 
used was extra light, likely making it more susceptible to discoloration. However, the aim of this study 
was to evaluate the utility of PCA in colour analysis for the staining of resin composites, and the shade 
used was utilized as a model material.

Conclusion
Analysis of the reflection spectra provided information on the level and nature of the staining-dependent 
changes in the colour of resin composites. PCA of the composites’ reflection spectra produced conclusive 
information on the appearance of discoloration in samples immersed in different staining solutions. In 
the presented case, PCA scores conclusively showed that coffee, tea and red wine induce discoloration of 
the composites and that Colgate mouthwash and distilled water do not; low-level discoloration was found 
for samples immersed in Coca-Cola. Furthermore, PCA loadings showed which parts of the reflec-
tion spectra were affected by staining and to which extent, thereby revealing the species responsible for 
staining of the resin composites to be tannins (tea), melanoidins (coffee), anthocyanes (red wine), and 
sulphite ammonia caramel (Coca Cola).

As a general trend, the reflection spectra of the stained samples exhibited lower reflection in the 
blue spectral region, which was manifested in the reduced blue shade in the sample colour. This effect 
was much more pronounced in the samples exposed to tea, coffee, and red wine compared to the other 
solutions. Consequently, the values of CIELAB b* colour coordinate increased for all the stained samples. 
For staining in tea and coffee, the main contributor to the total colour change was the change of chroma. 
For red wine, changes in chroma and lightness contributed to the total colour change to approximately 
the same extent. Colgate mouthwash and distilled water produced discoloration that was lower than the 
perception limit, and Coca-Cola resulted in a total colour change that was just above the perception limit.

Methods
Sample preparation. A total of 168 samples of microhybrid composite Gradia Direct™  XBW shade 
(GC Corp. Tokyo, Japan), 13 mm in diameter and 1.5-mm thick, were prepared in silicon moulds held 
between two glass slides. The samples were cured with a polywave LED light-curing unit (bluephase 
G2, IvoclarVivadent, Schaan, Liechtenstein; 1100 mW/cm2 light intensity) for 20 s. Light-curing was per-
formed through a 1 mm glass slide to maintain a constant distance. The light intensity was monitored 
with a bluephase metre (IvoclarVivadent, Schaan, Liechtenstein). Immediately after polymerization, the 
samples were removed from the mould and polished with 600- and 1200-grit abrasive discs (Buehler, 
Lake Bluff, IL, USA) under wet conditions. Subsequently, all the samples were stored in distilled water 
at 37 °C for 24 h. A total of 42 samples were used as a reference group (baseline). The remaining samples 
(126) were exposed to staining solutions.

Staining solutions and sample staining. Six different staining solutions were prepared: tea (Black 
tea, English breakfast, Sir Winston company LTD, London, UK; a prefabricated tea bag was immersed in 
150 ml of boiling water for 5 min according to the manufacturer’s instructions), coffee (Nescafe Classic, 
Nestle, Vevey, Switzerland; 3 g coffee powder was dissolved in 150 ml of boiling water), cola (Coca-Cola 
HBC, Zemun, Serbia), Colgate mouthwash (Colgate®  plax cool mint, Colgate-Palmolive AG, Therwil, 
Switzerland), red wine (J. P. Chenet Cabernet Syrah, Petersbach, France), and distilled water. Samples 
were randomly selected and divided into six groups of 21 samples each to be exposed to the six staining 
solutions. Each sample was immersed in 15 ml of staining solution and stored at 37 °C. The staining 
solutions were renewed daily to prevent bacterial contamination. After 3 days, the samples were rinsed 
with tap water for 10 s and blot-dried with paper towels.

Diffuse reflection measurements. Diffuse reflection measurements of the samples were per-
formed in the 380–780 nm range with a 1-nm step size using a Thermo Evolution 600 spectrophotom-
eter (Thermo Fisher Scientific, Waltham, MA, USA) equipped with an integrating sphere (Labsphere 
RSA-PE-19). Barium sulphate was used as the reference material.
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PCA. PCA was performed six times for the groups of samples exposed to the different staining solu-
tions versus the group of baseline samples. PCA was performed from the dataset matrices (i.e., 63 sam-
ples ×  401 coefficients of reflection) using the singular value decomposition method and a standard 
procedure34, which did not require any computational parameter settings. Prior to analysis, the data 
were mean centred. Each PCA resulted in a score and loading matrices. The score matrix (i.e., 63 sam-
ples ×  the number of PCs) contained the coordinates of every sample in the new PC coordinate system. 
The loading matrix (i.e., the number of PCs ×  401 coefficients of reflection) indicated the contribution 
of every original variable to the PCs. The percentage of cumulative variance captured in the original 
data for every PC was calculated. All the calculations were performed using Solo Version 6.5.4 software 
(Eigenvector, 108 Inc., Chelan, WA, USA).

The colour coordinates were calculated in the CIELAB colour system from diffuse reflection spectra 
for D65 illuminant (Standard Daylight). The extent of colour changes observed under different illumi-
nants (D65 illuminant (Standard Daylight), A (Incandescent/Tungsten), D50 (Mid-morning/afternoon 
Daylight), D75 (North Sky Daylight), CW-Fluo (Cool White Fluorescent), WW-Fluo (Warm White 
Fluorescent), and HP (High-Pressure Lamp)) are presented in the Supplement file.

References
1. Luiz, B., Amboni, R., Prates, L., Bertolino, J. R. & Pires, A. Influence of drinks on resin composite: Evaluation of degree of cure 

and color change parameters. Polym. Test. 26, 438–444 (2007).
2. Falkensammer, F., Arnetzl, G. V., Wildburger, A. & Freudenthaler, J. Color stability of different color materials. J. Prosthet. Dent. 

109, 378–383 (2013).
3. Ren, Y. F., Feng, L., Serban, D. & Malmstrom, H. S. Effects of common beverage colorants on color stability of dental composite 

resins: The utility of a thermocycling stain challenge model in vitro. J. Dent. 40, e48–e56 (2012).
4. Luiz, B. et al. Effect of drink on the surface properties of dental resin composites. Polym. Test. 26, 855–861 (2007).
5. Domingos, P., Garcia, P., Oliveira, A. & Palma-Dibb, R. Composite resin color stability: influence of light sources and immersion 

media. J. Appl. Oral. Sci. 19, 204–211 (2011).
6. Nikzad, S., Azari, A. & Poursina, M. Effects of beverage colorants and accelerated aging on the color stability of indirect resin 

composites. J. Dent. Sci. 7, 231–237 (2012).
7. Awliya, W. Y., Al-Alwani, D. J., Gashmer, E. S. & Al-Mandil, H. B. The effect of commonly used types of coffee on surface 

microhardness and color stability of resin-based composite restorations. Saudi Dent. J. 22, 177–181 (2010).
8. Bansal, K., Acharya, S. R. & Saraswathi, V. Effect of alcoholic and non-alcoholic beverages on color stability and surface roughness 

of resin composites: An in vitro study. J. Conserv. Dent. 15, 283–288 (2012).
9. Malekipour, M. R., Sharafi, A., Kazemi, S., Khazaei, S. & Shirani, F. Comparison of color stability of a composite resin in different 

color media. Dent. Res. J. 9, 441–446 (2012).
10. Gupta, R., Parkash, H., Shah, N. & Jain. V. A spectrophotometric evaluation of color changes of various tooth colored veneering 

materials after exposure to commonly consumed beverages. J. Indian Prosthodont Soc. 5, 72–78 (2005).
11. Kolbeck, C., Rosentritt, M., Reinhold, L. & Handel, G. Discoloration of facing and restorative composites by UV-irradiation and 

staining food. Dent. Mater. 22, 63–68 (2006).
12. Ayad, N. M. Susceptibility of restorative materials to staining by common beverages: an in vitro study. Eur. J. Esthet. Dent. 2, 

236–247 (2007).
13. Sham, A. S. K., Chu, F. C. S., Chai, J. & Chow, T. W. Color stability of provisional prosthodontic materials. J. Prosthet. Dent. 91, 

447–452 (2004).
14. Dietschi, D., Campanile, G., Holz, J. & Meyer, J. M. Comparison of the color stability of ten new-generation composites: An in 

vitro study. Dent. Mater. 10, 353–362 (1994).
15. Kilinc, E., Antonson, S. A., Hardigan, P.C. & Kesercioglu, A. Resin cement color stability and its influence on the final shade of 

all-ceramics. J. Dent. 39, 30–36 (2011).
16. Bagheri, R., Tyas, M. J. & Burrow, M. F. Subsurface degradation of resin-based composites. Dent. Mater. 23, 944–951 (2007).
17. Janda, R., Roulet, J. F., Latta, M., Steffin, G. & Rüttermann, S. Color stability of resin-based filling materials after aging when 

cured with plasma or halogen light. Eur. J. Oral. Sci. 113, 251–257 (2005).
18. Noie, F., O’ Keefe, K. L. & Powers, J. M. Color stability of resin cements after accelerated aging. Int. J. Prosthodont. 8, 51–55 

(1995).
19. Ferracane, J. L., Moser, J. B. & Greener, E. H. Ultraviolet light-induced yellowing of dental restorative resins. J. Prosthet. Dent. 

54, 483–487 (1985).
20. Sarafianou, A., Iosifidou, S., Papadopoulos, T. & Eliades, G. Color stability and degree of cure of direct composite restoratives 

after accelerated aging. Oper. Dent. 32, 406–411 (2007).
21. Eldiwany, M., Friedl, K. H. & Powers, J. M. Colour stability of lightcured and post-cured composites. Am. J. Dent. 8, 179–181 

(1995).
22. Zekovic, I., Dramicanin, T., Lenhardt, L., Bandic, J. & Dramicanin, M. D. Discrimination among melanoma, nevi, and normal 

skin by using synchronous luminescence spectroscopy. Appl. Spectrosc. 68, 823–830 (2014).
23. Tzeng, D.-Y. & Berns, R. S. A review of principal component analysis and its applications to color technology. Color Res. Appl. 

30, 84–98 (2005).
24. Yu-Yu, J., Zhi-Min, Z., Ren-Dong, J. & Le-Xin, W. Effects of typical food additives on the absorption spectrum properties of 

black tea. Measurements. 49, 351–357 (2014).
25. Moreira, A. S. P., Nunes, F. M., Domingues, M. R. & Coimbra, M. A. Coffee melanoidins: structures, mechanisms of formation 

and potential health impacts. Food Funct. 3, 903–915 (2012).
26. He, F. et al. Anthocyanins and their variation in red wines II. Anthocyanin derived pigments and their color evolution. Molecules. 

17, 1483–1519 (2012).
27. Liu, F. & He, Y. Use of visible and near infrared spectroscopy and least squares-support vector machine to determine soluble 

solids content and pH of cola beverage. J. Agric. Food Chem. 55, 8883–8888 (2007).
28. Guo, J., Wu, H., Du, L. & Fu, Y. Determination of Brilliant Blue FCF in food and cosmetic samples by ionic liquid independent 

disperse liquid–liquid micro-extraction. Anal. Methods. 5, 4021–4026 (2013).
29. Vichi, A., Ferrari, M. & Davidson, C. L. Color and opacity variations in three different resin-based composite products after water 

aging. Dent. Mater. 20, 530–534 (2004).
30. Kim, H. S. & Um, C. M. Color differences between resin composites and shade guides. Quintessence Int. 27, 559–567 (1996).



www.nature.com/scientificreports/

8Scientific RepoRts | 5:14638 | DOi: 10.1038/srep14638

31. Inokoshi, S., Burrow, M. F., Kataumi, M., Yamada, T. & Takatsu, T. Opacity and color changes of tooth colored restorative 
materials. Oper. Dent. 21, 73–80 (1996).

32. Um, C. M. & Ruyte, I. E. Staining of resin-based veneering materials with coffee and tea. Quintessence Int. 22, 377–386 (1991).
33. Paravina, R.D. et al. Color difference thresholds in dentistry. J. Esthet. Restor. Dent. 27, S1–S9 (2015).
34. Martinez, W. L., Martinez, A. R. & Solka, J. L. Exploratory Data Analysis with MATLAB. Boca Raton, FL: CRC Press. 31–60 

(2005).

Acknowledgements
Financial support for this study was provided by the Ministry of Education, Science, and Technological 
Development of the Republic of Serbia (grant numbers 45020 and 172007).

Author Contributions
D.M., M.A. and V.M. prepared the composite samples and staining solutions and conducted the staining 
of the samples. B.M. and M.A. performed the spectroscopy, L.L. and M.D. performed the colour 
calculations and PCA analyses. D.M. and M.D. performed the data analysis. M.D. supervised the research 
and wrote the manuscript.

Additional Information
Competing financial interests: The authors declare no competing financial interests.
How to cite this article: Manojlovic, D. et al. Evaluation of Staining-Dependent Colour Changes in 
Resin Composites Using Principal Component Analysis. Sci. Rep. 5, 14638; doi: 10.1038/srep14638 
(2015).

This work is licensed under a Creative Commons Attribution 4.0 International License. The 
images or other third party material in this article are included in the article’s Creative Com-

mons license, unless indicated otherwise in the credit line; if the material is not included under the 
Creative Commons license, users will need to obtain permission from the license holder to reproduce 
the material. To view a copy of this license, visit http://creativecommons.org/licenses/by/4.0/

http://creativecommons.org/licenses/by/4.0/

	Evaluation of Staining-Dependent Colour Changes in Resin Composites Using Principal Component Analysis
	Results and Discussion
	Results of PCA. 
	Discoloration effects from colour quantifiers in the CIELAB colour space and their relationship to the PCA results. 

	Conclusion
	Methods
	Sample preparation. 
	Staining solutions and sample staining. 
	Diffuse reflection measurements. 
	PCA. 

	Acknowledgements
	Author Contributions
	Figure 1.  Absorption spectra of the staining solutions in the 380–780 nm range.
	Figure 2.  Reflection spectra of the baseline composite and the samples stained in the different solutions.
	Figure 3.  PCA score plots of the composite samples stained in (a) tea, (b) coffee, (c) red wine, (d) Coca-Cola, (e) Colgate mouthwash, and (f) distilled water relative to the baseline group.
	Figure 4.  Loadings of the original data (diffuse reflection coefficients) to PCs from PCA composite samples stained in (a) tea, (b) coffee, (c) red wine, (d) Coca-Cola, (e) Colgate mouthwash, and (f) distilled water relative to the baseline group.
	Table 1.   Mean values of CIELAB colour coordinates for baseline composite samples and samples stained in various solutions.
	Table 2.   Total change in colour (∆E), chroma (∆C), lightness (∆L*), green-red coordinate (Δa*), and blue-yellow coordinate (Δb*) for composite samples stained in various solutions and compared to baseline samples.



 
    
       
          application/pdf
          
             
                Evaluation of Staining-Dependent Colour Changes in Resin Composites Using Principal Component Analysis
            
         
          
             
                srep ,  (2015). doi:10.1038/srep14638
            
         
          
             
                D. Manojlovic
                L. Lenhardt
                B. Milićević
                M. Antonov
                V. Miletic
                M. D. Dramićanin
            
         
          doi:10.1038/srep14638
          
             
                Nature Publishing Group
            
         
          
             
                © 2015 Nature Publishing Group
            
         
      
       
          
      
       
          © 2015 Macmillan Publishers Limited
          10.1038/srep14638
          2045-2322
          
          Nature Publishing Group
          
             
                permissions@nature.com
            
         
          
             
                http://dx.doi.org/10.1038/srep14638
            
         
      
       
          
          
          
             
                doi:10.1038/srep14638
            
         
          
             
                srep ,  (2015). doi:10.1038/srep14638
            
         
          
          
      
       
       
          True
      
   




