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In this study, previously prepared and 
characterized bone samples [10] were tested for 
Co2+ immobilization. The main aim was to explore 
and compare sorption of Co2+ ions by investigated 
materials using different initial concentrations of 
the pollutant, and to find out which treatment 
factors significantly affected Co2+ removal.  The 
possible mechanisms of Co2+ sorption were also 
discussed. 

2. METHODS AND EXPERIMENTS 

2.1 Design of Experiments (DOE) 

Design of Experiment (DOE) is a method for 
experiment planning, which is widely applied to 
make the experiments more efficient [11]. The 
strategy of DOE method is simultaneous variation of 
several factors in one experiment. This approach is 
often used for process “screening”, when the 
influence of a large number of process variables is 
investigated. The process variables are commonly 
varied between two levels: lower and higher. 
Furthermore, the effect of each variable is 
determined using the Yates algorithm [12], and, on 
the basis of calculated effects, it can be concluded 
whether the change of variable influences the 
system response. Major DOE output is the 
information - which process variable significantly 
influences the response of a chosen system. 

2.2 Sorbents preparation and properties 

Apatite materials were prepared using femur 
bovine bones. The procedure of sorbents 
preparation was given in details previously [10]. In 
general, five process variables were simultaneously 
varied between two levels according to the fractional 
factorial design matrix (Table 1). Process variables 
were denoted as: 

A- type of chemical reagent,  

B - concentration of chemical reagent,  

C - reaction temperature,  

D - contact time, and  

E - sample annealing at 400oC. 

According to the results of chemical and 
instrumental analyses, samples with higher 
amounts of organic content were B3, B5, B6 and B8 
[10]. Specific surface area (SSA) determination 
showed that obtained samples were non-porous (B5, 
B6 and B8), mesoporous (B1, B2, B3 and B4) and 
meso- and microporous (B7). Moreover, all 
materials exhibited buffering properties in the range 
of initial pH 4 – 10, whereas the determined points 
of zero charge (pHPZC) values were in the range 6.67 
- 7.58 [10].  

2.3 Sorption experiments 

The Co2+ solutions of different initial 
concentrations (10-4, 5•10-4 and 5•10-3 mol/L) were 
prepared by dissolution of Co(NO3)2•6H2O in 
deionized water. The initial pH values were adjusted 
to 5.0, using small quantities of 10-3 mol/L KOH or 

HNO3 solutions. This particular pH was selected in 
order to prevent HAP phase dissolution at lower pH 
and Co(OH)2 precipitation at equilibrium pH ≥8. 

Sorption experiments were conducted by mixing 
0.10 g of sorbent and 20 mL of various Co2+ 
solutions, on a horizontal shaker (120 rpm), for 24 h 
to achieve equilibrium. After equilibration, the 
suspensions were filtrated through blue-band filter 
paper (pore size 2-3 μm), and Co2+ concentrations in 
filtrates were measured together with the final pH 
values. The amounts of Ca2+ ions released to the 
solutions were determined as well, in order to 
evaluate the participation of ion-exchange 
mechanism.  

For determination of exact initial and 
equilibrium cation concentrations, flame Atomic 
Absorption Spectrometer (AAS) Perkin Elmer 3100 
was used. Certified Perkin Elmer 1000 mg/L 
standards for Co2+ and Ca2+ were used for 
instrument calibration. The detection limits for Co2+ 
and Ca2+ ions were 0.04 mg/L and 0.03 mg/L, 
respectively. Sorbed amounts of Co2+ ions were 
calculated as differences between starting and 
equilibrium concentrations.  

Table 1 Factorial design matrix - the combination 
of factor levels for each experimental run [10] 

Run
Sample 

Coded values of variables
and their levels 

(A) (B) 
mol/L 

(C) 
°C 

(D)
h 

(E)

1 B1 NaOH 2 60 3 Yes
2 B2 NaOH 0.1 60 1 Yes
3 B3 NaOH 2 20 3 No
4 B4 H2O2 2 20 1 Yes
5 B5 H2O2 2 60 1 No
6 B6 H2O2 0.1 60 3 No
7 B7 H2O2 0.1 20 3 Yes
8 B8 NaOH 0.1 20 1 No

2.4 Statistical analysis 

To assure reproducibility and accuracy of 
experimental data, sorption experiments were 
conducted in duplicate. Mean values of measured 
parameters were used as system responses for data 
interpretation and statistical analysis. Statistical 
software MINITAB, which was used to create matrix 
for bone treatment conditions, was also applied for 
Co2+ sorption data analysis, the regression 
calculations and graphical interpretations. 

3. RESULTS AND DISCUSSION  

3.1 Co2+ sorption by different bioapatite 
samples 

The amounts of sorbed Co2+ and released Ca2+ 
ions, as well as the pH values obtained after 
equilibration, are given in Figure 1. It is evident that 
sorption from 10-4 mol/L solution was almost 
constant for all bioapatite samples, while with initial 
Co2+ concentration increase, sorption capacities 
drastically changed and became dependant on used 
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sorbents. Sorbed amounts of Co2+ ions from the 
solution of 10-4 mol/L were in the range of 0.0171 - 
0.0198 mmol/g, and for the concentration of 5•10-4 
mol/L in the range of 0.0526 - 0.096 mmol/g. 
Considering the highest initial metal concentration, 
capacities varied from 0.257 mmol/g (B3) to 0.525 
mmol/g (B7). Samples B7, B4, B2 and B1 revealed 
the highest sorption efficiencies.  

In general, the majority of investigated eight 
samples showed better Co2+ sorption capacities in 
respect to values obtained for different apatite 
materials. Maximum sorption capacities of synthetic 
HAP, reported by Suzuki et al. (1982) [13] and 
Smičiklas et al. (2006) [14], were 0.300 mmol/g and 
0.354 mmol/g, respectively. For comparison, 
untreated bovine bones and bones after H2O2 
treatment showed maximum sorption capacities of 
0.248 mmol/g and 0.469 mmol/g, respectively [8], 
whereas bones exposed solely to thermal treatment 
showed variable capacities depending on the 
annealing temperature: 0.495 mmol/g at 400◦C, 
0.342 mmol/g at 600◦C, 0.195 mmol/g 800◦C and 
only 0.078 mmol/g at 1000◦C [8].  

As a measure of ion-exchange and specific cation 
sorption mechanism, the amounts of released Ca2+ 
ions and pH change were measured. 

Final pH values varied between 6.6 - 7.6, 6 - 7.5, 
and 5.7 - 6.8 for initial Co2+ concentrations of 10-4 
mol/L, 5•10-4 mol/L and 5•10-3 mol/L, respectively 
(Fig. 1b). Equilibrium pH values obtained after 
sorption from 10-4 mol/L solution, were close to 
pHPZC values of investigated materials [10]. With the 
increase of metal concentration, decrease of final pH 
values was detected, suggesting that specific cation 
sorption is involved in Co2+ sorption. The 
differences between pHPZC values and equilibrium 
pH obtained in 5•10-3 mol/L solution were in the 
range of 0.63 - 1.11 and decreased in the following 
order:  B6>B5≈B7>B3>B1≈B8>B4≈B2.  

The amounts of Ca2+ ions, released from the 
sorbents surfaces into the solution, varied in the 
wide range and were strongly dependent on initial 
metal concentration and used sorbent (Fig. 1c). The 
relationships between sorbed Co2+ and released Ca2+ 
ions are given in Figure 2. The obtained linear 
dependencies indicate that ion-exchange is another 
operating mechanism in Co2+ sorption. Calculated 
Co2+/Ca2+ ratios were in the range of 0.31 (B5) and 
around 0.62 (B1, B4). Generally, the highest 
contribution of ion exchange (>0.5) was observed 
when the annealed samples were used.  

For synthetic, stoichiometric HAP, Co2+/Ca2+ 
molar ratio was determined to be close to 1 [14], i.e.  
Co2+ was incorporated inside the HAP crystal lattice 
by ion-exchange mechanism. Ca-deficiency of bone 
derived samples is one of the explanations for such 
low ion-exchange ratio. Investigated sorbents 
exhibited Ca/P ratios in the range 1.16 - 1.23 [10], 
which were very low compared to the value of 1.67 
characteristic for stoichiometric HAP. On the other 
hand, Ca-deficient HAP crystal lattice is highly 
defective, which elevates the tendency for cation 
sorption.  

Fig 1. The absolute effects of process variables onto bone 
properties: a) sorbed Co2+ amounts, b) final pH values, and 

c) released Ca2+ amounts. Initial Co2+ concentration: 10-4 
mol/L (white bars), b) 5•10-4 mol/L (black bars)  and c) 

5•10-3 mol/L (light grey bars) 
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porous, with very low specific surface area [10]. 
Higher sorption capacities of these samples in 
respect to the sorption capacity of raw animal bones 
[8] can be attributed to higher number of surface 
functional groups, obtained by chemical treatment. 
Organic phase detected in these samples, is able to 
bond metal ions from the solution in complex 
compounds on the sorbent surface. For example, the 
reactions between Co2+ ions and carboxylic surface 
functional group can be described as follows: − + ↔ − +  (1) 2(− ) + ↔ (− ) + 2

     (2) 

The occurrence of chemical reactions (1) and (2) 
using samples B5, B6 and B8, explains detected 
release of H+ ions during Co2+ sorption, i.e. the 
decrease of equilibrium pH in respect to pHPZC. 
Sample B3 exhibited lower organic content and 
higher sorption capacity, which can be associated 
with higher specific surface area of this sample [10]. 
Furthermore, specific cation sorption on HAP phase 
occurs, as well: 

 − + ↔ − +        (3)   

where, S –denotes HAP surface. Reaction (3) 
illustrates one of the important sorption 
mechanisms characteristic for annealed samples, 
which contained no organic components. 

Fig. 2. Ca2+/Co2+ ratios obtained for sorption onto different 
samples 

3.2. Results of statistical analysis  

Considering sorbed Co2+, released Ca2+ amounts 
and final pH values as system responses, the Pareto 
graphs were constructed (Fig. 3 and Fig. 4). Pareto 
charts are consisted of bars which length is 
proportional to standardized effects, produced by 
variation of a given factor between lower and higher 
level [10]. The values of absolute effects are given in 
decreasing order, while the reference vertical line 
represents the border line of statistical significance. 
The influence of bone treatment factors onto chosen 

responses was investigated at a confidence interval 
of 95% (α = 0.05). The factors which bar lengths 
exceed reference line are statistically significant (i.e. 
p<0.05). 

For lower initial Co2+ concentrations (10-4 and 
5•10-4 mol/L), although the factor E exhibited 
largest effect, no statistically significant process 
variable could be found (Fig. 3). With the further 
increase of Co2+ concentration, the significance of 
factor E became statistically important. This is in 
agreement with the outcomes of a previous study 
conducted using Cd2+ cation [10]. The results from 
both the previous and the present study imply that 
varying the factors of chemical treatments, in the 
wide ranges defined by experimental matrix, had 
much less effect of bone sorption properties when 
compared to thermal treatment at 400oC.  

Fig. 3. Pareto plots for sorbed Co2+ amounts as the system 
response.  Initial Co2+ concentration: a)10-4 mol/L, b)5·10-4 

mol/L and c) 5·10-3 mol/L 

The effects of process variables onto final pH 
values are presented in Fig. 4. It can be noticed that 
two or three process variables significantly 
influenced final pH values. The highest effect was 
produced by varying factors A and E, whereas factor 
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C was important only considering the lowest initial 
Co2+ concentration. The significant influence of A 
and E factors was also noticed for Cd2+ sorption 
onto these materials [10].  

Finally, the variation of treatment factors 
produced no statistically significant influence onto 
released quantities of Ca2+ (results not shown).  

The behavior of the system can be expressed by 
multiple regression model given by the following 
equation: = + ∑    (4) 

where Y is predicted response, b0 is the value of 
fitted response at the center point of design, bi are 
regression coefficients and xi variables which can be 
expressed as main effects (A, B…) or the interaction 
between two (A•B) or more (A•B•C, A•B•C•D, etc.) 
process variables [12]. The highest coefficients are 
obtained for terms which have highest influence on 
the system responses. Also, signs in front of the 
coefficients indicate whether the increase of process 
variable increases (positive sign) or decreases 
(negative sign) system response.  

When sorbed amounts of Co2+ from 5•10-4 mol/L 
solution were chosen as system response, the 
following equation was obtained using MINITAB 
software: Y =  0.39639 +  0.08639E  (5) 

If final pH values were used as system response, 
the following equations were obtained for solutions 
containing 10-4 mol/L, 5•10-4 mol/L or 5•10-3 mol/L 
of Co2+, respectively: Y =  7.20125 +  0.25125A +  0.08875C +  0.24125E 
     (6) Y =  6.81125 +  0.30125A +  0.42625E (7) Y =  6.30875 +  0.2287A +  0.31625E (8) 

Using equations 5-8, the system responses can 
be predicted.  

Positive regression coefficient figuring with 
factor E (Eq. 5) implies that annealing of bone 
samples at 400oC increases their affinity toward 
Co2+ ions. This can be connected with the observed 
porosity of annealed samples and their high surface 
area. These characteristic were also majorly 
influenced by factor E [10]. In addition, utilization 
of NaOH as a chemical reagent and annealing the 
samples at 400°C provoked higher equilibrium pH 
values.   

4. CONCLUSION  

Results from the present study demonstrate that 
high capacity sorbents for Co2+ ions can be produced 
from animal bones. Comparing various factors of 
chemical and thermal treatments, it was observed 
that the most efficient sorbents were those exposed 
to heating at 400°C. Sorbed amounts of Co2+, final 
pH values and amounts of released Ca2+ ions were 
chosen as system response for statistical analysis. 
Sorption efficiency was significantly influenced only 
by the thermal treatment. The final pH values were 

influenced by reagent type and annealing for all 
investigated sorbate concentrations, whereas 
significant influence of chosen process variables was 
not observed for released Ca2+ amounts. Ion-
exchange and surface complex formation were 
detected as main operating mechanisms, but, due to 
diverse physicochemical properties of obtained 
sorbents, their participation was different. 

Synergic effect of chemical and thermal 
treatments produced materials with highest 
sorption capacity toward Co2+ ions. In the same 
time, due to the loss of organic components, these 
samples are environmental friendly and safer for 
handling and storage.  

 

Fig. 4. Pareto plots for final pH values as the system 
response. Initial Co2+ concentration  a) 10-4 mol/L, b) 5·10-4 

mol/L and c) 5·10-3 mol/L 

Acknowledgement: This work was supported by 
the Ministry of Education, Science and 
Technological Development, of the Republic of 
Serbia (Project III 43009).  



 222

REFERENCES 

 
1. B.M. Thompson, M. Asce, C.L. Smith, R. P. Busch 

and M.D. Siegel, "Removal of metals and 
radionuclides using apatite and other natural 

sorbents", J. Environ. Eng., vol. 129, pp. 492-499, 
May 2003. 

2. S. Raicevic, T. Kaludjerovic-Radoicic and A. I. 
Zouboulis, "In situ stabilization of toxic metals in 
polluted soils using phosphates: theoretical 

prediction and experiment verification", J. Hazard. 
Mater., vol. B117, pp. 41-53, January 2005. 

3. www.pimsnw.com. Accessed 1. March 2015. 
4. C. Waterlot, C. Pruvot, H. Ciesielski and F. Douay, 

"Effects of a phosphorus amendment and the pH of 
water used for watering on the mobility and 
phytoavailability of Cd, Pb and Zn in highly 
contaminated kitchen garden soils", Ecol. Eng., vol. 
37, pp. 1081–1093, July 2011. 

5. F. Monteil-Rivera and M. Fedoroff, "Sorption of 
inorganic species on apatites from aqueous 
solutions", in Encyclopedia of Surface and Colloid 
Science,  P. Somasundaran, Ed. New York, Marcel 
Dekker, Inc, 2002, pp 1–26. 

6. J. Oliva, J. De Pablo, J.-L. Cortina, J. Cama and C. 
Ayora, "Removal of cadmium, copper, nickel, cobalt 
and mercury from water by Apatite II™: Column 
experiments", J.Hazard. Mater.,vol. 194, pp. 312–
323, October 2011.  

7. S. Dimović, I. Smičiklas, M. Šljivić-Ivanović, I. Plećaš 
and L. Slavković-Beškoski, "The effect of process 
parameters on kinetics and mechanisms of Co2+ 
removal by bone char", J. Environ. Sci. Health, Part 
A, vol. 46, pp. 1–12, October 2011 

8. S. Dimović, I. Smičiklas, I. Plećaš, D. Antonović and 
M. Mitrić, "Comparative study of differently treated 

animal bones for Co2+ removal", J. Hazard. Mater., 
vol. 164, pp. 279–287, May 2009. 

9. I. Smičiklas, S. Dimović, M. Šljivić, I. Plećaš, B. 
Lončar and M. Mitrić, "Resource recovery of animal 
bones: Study on sorptive properties and mechanism 
for Sr2+ ions ", J. Nucl. Mater., vol. 400, pp. 15–24, 
May 2010. 

10. M. Šljivić-Ivanović, I. Smičiklas, A. Milenković, B. 
Dojčinović, B. Babić and M. Mitrić, "Evaluation of 
the effects of treatment factors on the properties of 
bio-apatite materials", J. Mater. Sci., vol. 50, pp 354-
365, January 2015 

11. D. L. Massart, "Handbook of Chemometrics and 
Qualimetrics"; Elsevier:Amsterdam, 1997. 

12. F. Yates, "The Design and Analysis of Factorial 
Experiments"; Imperial Bureau of Soil Science: 
Harpenden, 1937. 

13. T. Suzuki, T. Hatsushika and M. Miyake, "Synthetic 
hydroxyapatites as inorganic cation exchangers. Part 
2",J. Chem. Soc. Faraday Trans., vol. 78, pp. 3605–
3611, 1982. 

14. I. Smičiklas, S.Dimović, I. Plećaš and M. Mitrić, 
"Removal of Co2+ from aqueous solutions by 
hydroxyapatite", Water Res. vol. 40, pp. 2267–2274, 
July 2006. 

 


